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Current Status of APT

Strengths of APT Limitations of APT

Discrete 3-dimensional image Not all materials will run well

High analytical spatial resolution (0.3 nm) Limited field of view (<300 nm)

High analytical sensitivity (<10 appm)
Reconstruction distortions for heterogeneous materials

Specimen preparation is similar to TEM High detection efficiency ~80% (but not 100%)

All atoms detected with equal efficiency Crystallographic information is limited

High detection efficiency (>80%) No chemical bonding information

Time to data

Å 3D Imaging

Å Local composition, spatial relationships and 

dimensions

Å Quantification of low Z materials such as  

boron & carbon
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Current Applications
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Dopant Profiling -Precision/Accuracy

ÅCharacterization of individual 

dopant atoms is critical as 

device dimensions continue to 

scale

ÅAPT can provide both accurate 

and precise measurements of 

dose

ÅSpecimen shape and 

instrumental factors must be 

taken into consideration for high 

precision measurements

Prosa et al., Ultramicroscopy 132 (2013)

NIST SRM 2134

7



Dopant Profiling and Elemental Mapping

<1 nm/decade

2D Elemental Mapping

10 nm

Depth Profile

SiGe

Multilayers

Doped Ge

Ge

V High depth resolution

V High sensitivity for low Z elements
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Dopant Analysis -Confined Volumes

Å3D imaging of dopant atoms within the channel 

ÅProfiles and dopant distributions within confined volumes possible

Kambham et al., Ultramicroscopy 132 (2013) Takamizawa et al., APL 99 (2011)
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Dopant Analysis ·Fully Processed Devices

Inoue et al., APE 6 (2013)

Å Characterization of dopant distributions in 

commercially available products

Å Elemental mapping within gate region of a 

fully processed device

Larson et al., JOP:Conference Series 326 (2011)
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Every Atom Counts

Kumar et al., Ultramicroscopy 132 (2013)
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ÅAPT provides atom by atom analysis

ÅPrecipitation and clustering can be 

investigated

Sample A Sample B

Sample A

Sample B


